TECHNICAL SPECIFICATION OF HYDROXYAPATITE

ITEM
SPECIFICATION

Ca/P molar ratio
1,61-1,71

Crystalline hydroxyapatite content
95% minimum

Arsenic (As)
3 ppm  max.

Cadmium (Cd)
5 ppm  max.

Mercury (Hg)
5 ppm   max.

Lead (Pb)
30 ppm max

Grain size
95 % min in the specified range

